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Effect of Carbon on Plaston in Steel
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Fig. 1. EBSD analysis of 20% cold-rolled ULC—3%Si steel and
LC 3% Si steel. (a) OI map (ND) and (b) IQ map of ULC steel.
(c) Ol map (ND) and (d) IQ map of LC steel. "
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